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CUSTOMER NAME: VIEW FAST (HK)LIMITED

ADDRESS: FLAT 1008, 10/F SHUN FAT INDUSTRIAL BUILDING, 17 WANG HOI 

ROAD, KOWLOON BAY, HK

Sample Name : High-Strength Self-Leveling Cement

Manufacturer : Foshan Kaiju Technology Co., Ltd.

Buyer : VIEW FAST (HK)LIMITED

Other Information : Brand：TIMANTI

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client.

***********
SGS Ref. No. : NBIN2507002247PL01

Date of Receipt : 2025-07-24

Testing Period : 2025-07-24 ~ 2025-08-04

Test result(s)   : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services Co., Ltd. Guangzhou 
Branch.

Tobby Yang
Authorized signatory
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Summary of Results:

No. Test Item Test Method Result Conclusion

1
Compressive 

Strength

BS 6319-2:1983 and client’s 

requirement
See result Pass

Pass : Meet the requirements;

Fail : Does not meet the requirements;

Note:

N/A : Not Apply to the judgment.

Original Sample Photo:

Sample
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Test Item: Compressive Strength

Sample Description: See photo

Test Method: BS 6319-2:1983 and client’s requirement

Test Condition: 

Specimen: 54mm×40mm×40.15mm

Testing speed: 45 (N/mm2)/min 

Test Result: 

Specimen No. 1 2 3 Ave.

Compressive strength (N/mm2) 41.63 38.55 44.73 41.6

Client’s requirement: ≥30 N/mm2

Conclusion: Pass

Appendix information: 

1. The test report shall only be used for clients’ scientific research, teaching, internal quality control, 

product research and development, etc., and just for internal reference.

2. Unless otherwise stated, this report provides a declaration of conformity according to whether the 

test results are within the specified limits or specifications without considering the measurement 

uncertainty.

********End of report********
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